
Product Type: MASTERGRIT 300

Size: 40/50

Weight : XXXX

Lot.  No: XXXX

Date : XXXX

Customer : XXXX

No.Particles Tested C-Outline Compactness Ellipticity F-Elongation Roughness

3255 1,065 1,176 1,098 1,164 1,053

Under 

1,0%

No.Particles Tested

341

Friability Test

Actual

COMMENT

Inspector HG

Shape 

Analysis

Size Analysis

TTI  

80,0 77,0

Diamond Inspection General Report  

41

1,0%

PASS

CFF  Result

CFF Average(N)  Std.dev(N) 

306

On Size Over 

98,0%

TI 


