
Product Type: MASTERGRIT G300

Size: 200/230

Weight : XXXX

Lot.  No: XXXX

Date : XXXX

Customer : XXXX

No.Particles Tested C-Outline Compactness Ellipticity F-Elongation Roughness

3655 1,076 1,181 1,121 1,183 1,056

Under 

2,0%

No.Particles Tested

N/A

Friability Test

Actual

COMMENT

Inspector HG

92,0 88,0

PASS

TI TTI  

CFF  Result

CFF Average(N)  Std.dev(N) 

N/A N/A

Shape 

Analysis

Size Analysis

On Size Over 

97,0% 1,0%
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